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No. PROPERTY METHOD LEVEL UNIT CEPI-A SD SD NUMBER WARNING LIMITS ACTION LIMITS

MEAN WITHIN BETWEEN OF QL's

1.2 Thickness corr. board ISO 3034 1 mm 4,09 0,018 0,040 10 4,01 4,17 3,99 4,19
1.2 Thickness corr. board ISO 3034 2 mm 6,77 0,019 0,037 9 6,69 6,84 6,67 6,86
2.6 Ring Crush Test ISO 12192 1 kN/m 0,870 0,0359 0,1101 8 0,650 1,090 0,584 1,156
2.6 Ring Crush Test ISO 12192 2 kN/m 1,97 0,100 0,239 7 1,49 2,45 1,35 2,59
2.6 Ring Crush Test ISO 12192 3 kN/m 4,25 0,133 0,606 7 3,04 5,47 2,68 5,83
2.7 Flat crush res. (FCT) ISO 3035 1 kPa 197 6,7 29,4 8 139 256 121 274
2.7 Flat crush res. (FCT) ISO 3035 2 kPa 346 14,1 42,3 9 261 431 236 456

2.9a Edgewise crush res. (ECT) Pre-cut ISO 3037 1 kN/m 8,45 0,209 0,593 9 7,27 9,64 6,91 9,99
2.9a Edgewise crush res. (ECT) Pre-cut ISO 3037 2 kN/m 10,8 0,24 0,37 9 10,0 11,5 9,8 11,7
2.9b Edgewise crush res. (ECT) Lab cut ISO 3037 1 kN/m 8,02 0,207 0,602 8 6,81 9,22 6,45 9,58
2.9b Edgewise crush res. (ECT) Lab cut ISO 3037 2 kN/m 10,3 0,32 0,67 9 8,9 11,6 8,5 12,0
2.17 Bursting strength corr. board ISO 2759 1 kPa 1002 70 148 10 707 1297 619 1386
2.17 Bursting strength corr. board ISO 2759 2 kPa 1820 99 108 9 1605 2036 1540 2101
3.4 Bending res. (15°; 10 mm) (ISO 2493) 1 mN 27,1 1,45 3,50 7 20,1 34,1 18,0 36,2
3.4 Bending res. (15°; 10 mm) (ISO 2493) 2 mN 62,5 2,72 3,29 7 55,9 69,1 53,9 71,0

6.11 Gloss 75°, converging beam ISO 8254-1 1 % 42,9 2,08 0,42 5 42,0 43,7 41,8 43,9
6.11 Gloss 75°, converging beam ISO 8254-1 2 % 74,6 0,83 1,31 5 71,9 77,2 71,2 78,0
10.1a Water absorption Cobb 60s (paper) ISO 535 1 g/m2 17,5 0,29 0,87 8 15,8 19,3 15,3 19,8
10.1a Water absorption Cobb 60s (paper) ISO 535 2 g/m2 23,2 0,62 0,80 8 21,6 24,8 21,1 25,3
10.1b Water absorption Cobb 600s ISO 535 1 g/m2 146 2,8 26,6 8 93 199 77 215
10.1c Water absorption Cobb 1800s ISO 535 1 g/m2 114 4,1 7,6 8 99 129 94 134
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